Chemical Conc.| Aluminium 316 St St Bronze PPS / Ryton® | Hastalloy C R EPDM Viton Teflon
0-Chlorophenol B B A B D B A
1-Chloronaphthalene
Acetaldehyde (Ethanal)
Acetamide (Acetic Acid Amide)
Acetate Solvent
Acetic Acid 20
Acetic Acid 30
Acetic Acid 50
Acetic Acid 80
Acetic Acid, Glacial GL

Acetic Anhydride (Acetic Oxide)

Acetic Methyl Ester

Acetone (Dimethylkeytone)

Acetone Cyanohydrin

Acetonitrile (Methyl Cyanide)

Acetophenone (Pharyl Methyl Keytone)

Acetyl Acetone (2, 4-Pentanedione)

Acetyl Bromide

Acetyl Chloride (dry)

Acetyl Salicylic Acid (Aspirin)

Acetylene (Ethyne)

Acetylene Tetrabromide (Tetra Bromethane)

Acid Mine Water

Acrolein (Acrylaldehyde)

Acrylonitrile (Vinyl Chloride)

Adipic Acid (Hexanedioic Acid)

Alcohols: Amyl (1-Pentanol)

Alcohols: Benzyl (Phenylcarbinol)

Alcohols: Butyl (Butanol)

Alcohols: Diacetone (Tyranton)

Alcohols: Ethyl (Ethanol)

Alcohols: Hexyl (1-Hexanol)

Alcohols: Isobutyl(2-Methyl- 1-Propanol)

Alcohols: Isopropyl (2-Propanol)

Alcohols: Methyl (Methanol)

Alcohols: Octyl (Caprylic Alcohol)

Alcohols: Propyl (Propanol)

Alka Form

Alkane Sulfonic Acid

Alkyl Aryl Sulfonate

Ally Alcohol (2-Propen - 1-ol)

Ally Bromide (3-Bromopropene

Ally Chloride (3-Chlorpropene)

Alum (Aluminium Potassium Sulfate Dodecahydrate)

Aluminium Acetate (Burrows Solution)

Aluminium Chlorate

Aluminium Etch

Aluminium Oxide

Aluminium Silicofluoride

Aluminium Sufate (Cake Alum)

Aluminum Chloride
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conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Aluminum Chloride

20

D

C

A

A

>
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A

Aluminum Fluoride

Aluminum Hydroxide (Alumina Trihydrate)

Aluminum Nitrate

Aluminum Potassium Sulfate (Potash Alum)

10

Aluminum Potassium Sulfate (Potash Alum)

100

Aluminum Sodium Sulfate (Soda Alum)

Amines

Aminosaiicylic Acid

Amiopyridine

Ammonia 10%6

Ammonia Nitrate

Ammonia, anhydrous

Ammonia, liquid

Ammonium Acetate

Ammonium Alum

Ammonium Bicarbonate

Ammonium Bifluoride

10

Ammonium Bislfite

Ammonium Bromide

Ammonium Carbonate

Ammonium Casenite

Ammonium Chloride (Sal Ammoniac)

Ammonium Dichromate

Ammonium Fluoride

Ammonium Fluosilicate

Ammonium Formimate

Ammonium Hydroxide (Aqua Ammonia)

Ammonium Metaphosphate

Ammonium Monosulphate

Ammonium Nitrate (Amonia)

Ammonium Oxalate

Ammonium Perchlorate

Ammonium Persulfate

Ammonium Phosphate, Dibasic

Ammonium Phosphate, Monobasic

Ammonium Phosphate, Tribasic

Ammonium Sulfate

Ammonium Sulfide

Ammonium Sulfite

Ammonium Thiocyanate

Ammonium Thiosulfate

Amyl Acetate (Banana Oil)

Amyl Alcohol (Pentyl Alcohol)

Amyl Chloride (Chlorpentane)

Amyl Phenol

Aniline (Anilin Oil or Amino Benzine)

Aniline Dyes

Aniline Hydrochloride

Aniline Oil

Aniline Sulfate
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Chemical Conc.| Aluminium 316 St St Bronze PPS / Ryton® Hastalloy C R EPDM Viton Teflon
Animal Fats A A A A D A A
Animal Gelatin A
Anise Oil
Anise Oil

Anisole (Methylphenyl Ether)

Anthraquione

Anthraquione Sulfonic Acid

Antiformin

Antifreeze (Alochol or Glycol Based)

Antimony Pentachloride

Antimony Trichloride (Chloride)

Aqua Regia (80% HCI, 20% HNO3)

Arochlor 1248

Aromatic Solvents (Hydrocarbons)

Arsenic Acid

Arsenic Compounds

Arsenic Trchloride (Arsenic Butter)

Ascorbic Acid

Askarel (Pyranol)

Asphalt

ASTM - Red Motor Fuel A (Aliphatic)

ASTM - Red Motor Fuel B (30% Aromatic)

ASTM - Red Motor Fuel C (50% Aromatic)

Strength)

ASTM - Ref # 4 Oil (High Aniline)

Automotive Gasoline (Petrol)

Aviation Gasoline

Barbeque Sauce

Barium Carbonate

Barium Chlorate

Barium Chloride

Barium Chloride (Dihydrate)

Barium Cyanide

Barium Hydroxide (Barium Hydrate)

Barium Nitrate

Barium Sulfate (Blanc Fixe)

Barium Sulfide

Batter

Bay Oil

Bay Oil

Beef Extract

Beer

Beet Sugar Liquids (Sucrose)

Benzaldehyde

Benzene (Benzol)

Benzene Sulfonic Acid

Benzine (Petrol)

Benzoic Acid

Benzol

Benzonitrile

Benzoyl Chloride
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Benzoyl Peroxide

D

A

D

D

D
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Benzyl Acetate

Benzyl Alcohol

Benzyl Benzoate

Benzyl Chloride (Chlorotoluene)

Benzyl Dichloride (Benzal Chloride)

Beryllium Chloride

Beryllium Sulfate

Bimuth Subcarbonate (Bismuth Carbonate)

Biphenyl (Diphenyl)

Black Sulfate Liquor

Bleach Sollutions (Water, Chlorine, Oxygen)

Boiler Feed Water

Bone QOil

Bone QOil

Borax (Sodium Borate)

Bordeaus Mixture (Cooper Sulfate Salts)

Boric Acid (Boracic Acid)

Boron Fuels (H.E.F.)

Boron Trichloride (Chloride)

Brake Fluid (Non Petrol Base)

Brewery Slop

Brine (Sodium Chloride)

Bromine (Anhydrous)

Bromine Trifluoride

Bromine Water

Bromobenzene

Bromochloromethane

Bromotoluene

Bronzing Liquid

Bunker Oil (Fuel #5, #6 & C)

Butadiene

Butane (LPG - Butyl Hydride)

Butanol (Butyl Alcohol)

Butter

Buttermilk

Butyl Acetate

Butyl Alcohol (Butanol) (Dibutyl Ether)

Butyl Amine (Aminobutane)

Butyl Benzoate

Butyl Butyrate

Butyl Chloride (Chlorobutane)

Butyl Ether (Dibutyl Ether)

Butyl Glycol (Glycol Mono Butyl Ether)

Butyl Phenol

Butyl Phthalate

Butyl Stearate

Butylacetate

Butylene (Butene)

Butyraldehyde

Butyric Acid
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

Z
o]

EPDM

Viton

Teflon

Butyric Anhydride

A

A

D
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Cadmium Chloride

Cadmium Sulfate

Calcium Acetate Hydrate

Calcium Bisulfate

Calcium Bisulfide

Calcium Bisulfite

Calcium Carbonate (Chalk)

Calcium Chlorate

Calcium Chloride (Brine)

Calcium Hydroxide (Slaked Lime)

Calcium Hypochlorite (Calcium Oxichloride)

20

Calcium Nitrate

Calcium Oxide (Unslaked Lime)

Calcium Permanganate

Calcium Sulfate (Gypsum)

Calcium Sulfide
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Calcium Sulfite

>
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Calgon

Camphor

Cane Juice (Sucrose + Water)

Cane Sugar Liquors

Capric Acid

Capronic Acid

Capryl Alcohol (Octanol)

Caprylic Acid (Octanoic Acid)

Carbamate

Carbide Slurries

Carbinol (Methanol) (Methyl Alcohol)

Carbitol (Ethyldigol)

Carbolic Acid (Phenol)

Carbon Bisulfide

Carbon Dioxide (dry)

Carbon Dioxide (wet)

Carbon Disulfide (Carbon Bisulfide)

Carbon Monoxide

Carbon Tetrachloride (dry)

Carbon Tetrachloride (Tetrachloromethane)

Carbon Tetrachloride (wet)

Carbonated Beverages

Carbonic Acid (Liquid)

Casein

Casitic Soda (Sodium Hydroxide) (Lye)

Castor Oil

Catsup (Ketchup)

Cellsolve (Glycol Ethers)

Cellsolve Acetate

Cellulube Hydraulic Fluids (Phosphate Esthers)

Cetyl Alcohol

China Wood Oil (Tung Oil)

ChloramineT (Tosylchloramide Sojium)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Chloric Acid

D

C

D

D

C
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Chlorinated Glue

Chlorinated Lime - 35% Bleach

Chlorine (dry)

Chlorine Dioxide

Chlorine Trifluoride

Chlorine Water

Chlorine, Anhydrous Liquid

Chloroacetic Acid (Monochloracetic Acid)

Chloroacetone (Monochloroacetone)

Chlorobenzene (Mono)

Chlorobromomethane

Chlorobutadiene (Chloroprene)

Chloroform

Chlorophenal (5% Aqueous)

Chlorosulfonic Acid

Chlorothene

Chlorotrifluorethylene

Chlorox (Bleach)

Chocolate Syrup

Chromic Acid

Chromic Acid

10

Chromic Acid

25

Chromic Acid

30

Chromic Acid

50

Chromium Sulfate

Cider (Apple Juice)

Cinnamon Oil

Cinnamon Oil

Citric Acid

Citric Acid

Citric Oils

Citric Oils

Citrus Pectin Liquor

Clove Oil (Eugenol)

Clove Oil (Eugenol)

Coal Tar oil (Creosole)

Coconut Oil (Coconut Butter)

Coconut Oil (Coconut Butter)

Cod Liver Oil

Cod Liver Oil

Coffee

Copper Acetate

Copper Carbonate

Copper Chloride

Copper Cyanide

Copper Fluoborate

Copper Nitrate Hexahydrate

Copper Sulfate (Blue Copperas)

Corn Oil (Maize Oil)

Corn Oils
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Corn Starch

A

A

A

D

O

O

A

Cotton Seed Oil

Cottonseed Oil

Cream

Creosote Oil

Cresol

Cresote (Coal Tar Oil)

Cresote (Woodl Tar Oil)

Cresylic Acid (Cresol)

Crotonaldehyde

Crude Oil

Cumene (Isopropylbenzene)

Cupric Acid

Cutting Oil (Sulphur Based )

Cutting Oil (Water Soluable)

Cyanic Acid

Cycloheanol

Cyclohexane

Cyclohexanone

Cyclopentane

DDT (Kerosene/Toluene Solvent)

Decane

Denatured Alcohol

Detergents

Developing Fluids & Solutions

Dextrose

Diacetone Alcohol (Diacetone)

Dibenzyl Ether

Dibromochloropropane

Dibutyl Amine

Dibutyl Ether (Butyl Ether)

Dibutyl Phthalate (DBP)

Dibutyl Sebecate (DBS)

Dichlorobenzene

Dichlorobutane

Dichloroethane

Dichloroethyl Ether

Diesel Fuel

Diesel Oil (Fuel ASTM #2)

Diester Synthetic Oils

Diethanol Amine

Diethyl Amine

Diethyl Ether

Diethyl Ether (Either)

Diethyl Phthalate (DEP)

Diethyl Sebecate

Diethylene Ether (Dioxane)

Diethylene Glycol (Digol)

Diethylene Triamine

Diisobutyl Ketone

Diisobutylene
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Diisoctyl Adipate (DIOA)

A

A

D

D

A

v)

O

A

Diisopropyl Ketone

Dimethyl Ether

Dimethyl Formamide (DMF)

Dimethyl Sulfide

Dimethylaniline

Dinitrotoluene (DNT)

Dioctyl Phthalate (DOP)

Dioctyl Sebecate

Dipentene (Limonene)

Diphenyl

Diphenyl Oxide (Phenyl Ether)

Disinfectant Deoderant

Dispensing Oil # 10

Distillery Wort

Dodecyl Benzene (Alkane)

Dow Corning® (Silicones)

Dowtherm® (Biphenyl & Pheny Ether)

Dry Cleaning Fluids

Dyes Abrasive

Dyes Water Based

Embalming Fluid (Undertakers Restorative)

Epichlorohydrin

Epsom Salts (Magnesium Sulfate)

Ethane

Ethanol

Ethanolamine (Aminoethanol)

Ether Compounds

Ethyl Acetate (Ester)

Ethyl Acetoacetate (Acetoacetic Ether)

Ethyl Acrylate

Ethyl Alcohol (Ethanol)

Ethyl Amine (Monoethylamine)

Ethyl Benzene

Ethyl Benzoate

Ethyl Bromide

Ethyl Butyrate

Ethyl Cellulose (Ethocel®)

Ethyl Chloride (Chloroethane)

Ethyl Chlorocarbonate (Ethyl Chlorofomate)

Ethyl Ether

Ethyl Formate

Ethyl Mercaptan (Ethanethoil)

Ethyl Proplonate

Ethyl Pyridine

Ethyl Silicate (tetraethyl Silicate)

Ethyl Sulfate

Ethylene (Ethene)

Ethylene Bromide (Ethylene Dibromide)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Ethylene Chlorohydrin

B

A

D

A

A

>

[vs)

A

Ethylene Diamine

Ethylene Dichloride

Ethylene Glycol (Ethylene Alcohol) (Glycol)

Butoxyethanol)

>|>|m(w

>|> > (>

O|>»|(w|O

o> |O0|>

>|>|m (>

@|>|(0|w |0 |

w|> (0>

O(>»|w|O

>|> > (>

Ethylene Glycol Monoethyl Ether (Methyl Cellsolve®)

Acetate)

Ethylene Oxide

Ethylene Trchloride (Trichlorethane)

Ethylhexyl Alcohol (Ethylhexanol)

Ethylidene Chloride

Fatty Acids

Ferric Chloride

Ferric Hydroxide

Ferric Nitrate

Ferric Sulfate

Ferrous Chloride

Ferrous Nitrate

Ferrous Sulfate

Fish Oil

Fluoboric Acid (Fluoroboric Acid)

Fluorine (Liquid)

Fluosilicic Acid

Flurolube (Flurocarbon Oils)

Formaldehyde

100

Formaldehyde (Formalin)

40

Formic Acid

Freon 11 (MF) (Trichlorfluormethane)

Freon 112

Freon 113 (TF)

Freon 114 (Dichlorotetrafluoroethane)

Freon 114B2

Freon 115 (Chloropentafluoroethane)

Freon 12 (Dichlorodifluoromethane)

Freon 13 (Chlorotrifluoromethane)

Freon 13B1 (Bromotrifluoromethane)

Freon 14 (Tetrafluoromethane)

Freon 21 (Dichlorofluoromethane)

Freon 22 (Chlorodifluromethane)

Freon 31

Freon 32

Fruit Juice (Water + Sucrose)

Fuel Oils (ASTM Nos 1 to 9)

Furan Resin (Furturan)

Furfural (Ant Oil)

Furturyl Alcohol

Gallic Acid

Gasoline (high-aromatic)

Gasoline (Leaded)

Gasoline (Unleaded)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Gelatin

A

A

A

A

>

[vs)

A

Ginger Oil

Ginger Oil

Glacial Acetic Acid

Glauber's Salt (Sodium Sulfate Decahydrate)

Gluconic Acid

Glucose (Corn Syrup)

Glue Sizing

Glue, P.V.A.

Glycerin

Glycolic Acid

Glycols

Gold Monocyanide

Grape Juice

Grapefruit Oil

Grease

Green Sulphate Liquor

Hair Shampoo

Heptanal

Heptane

Hexamine

Hexanal

Hexane

Hexyl Alcohol (1-hexanol)

Hexylene Glycol (Brake Fluid)

Honey

Horseradish

Hydraulic Oil (Petroleum Based)

Hydraulic Oil (Synthetic)

Hydrazine (Diamine)

Hydrobromic Acid

100

Hydrobromic Acid

20

Hydrochloric Acid

100

Hydrochloric Acid

20

Hydrochloric Acid

10

Hydrocyanic Acid (Formonnitrile)

Hydrofluoric Acid

20

Hydrofluoric Acid

100

Hydrofluoric Acid

50

Hydrofluoric Acid

75

Hydrofluosilicic Acid

100

Hydrofluosilicic Acid

20

Hydrogen Chloride

Hydrogen Fluoride - Anhydrous

Hydrogen Peroxide

100

Hydrogen Peroxide

10

Hydrogen Peroxide

30

Hydrogen Peroxide

50

Hydrogen Sulfide (aqua)

Hydrogen Sulfide (dry)

Hydrogen Tetroxide
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Hydroquinone

A

A

D

B

O

O

A

Hydroxyacetic Acid (Glycolic)

70

Hypochlorous Acid

Ice Cream

Ink

lodine

lodine (in alcohol)

lodoform

Isoamyl Acetate

Isoamyl Butyrate

Isobutyl Acetate

Isobutyl Alcohol (Isobutanol)

Isobutyl Chloride

Isododecane

Isooctane (Trimethylpentane)

Isophorone (Keytone)

Isopropyl Acetate

Isopropyl Alcohol

Isopropyl Amine

Isopropyl Chloride

Isopropyl Ether (Diisopropyl Ether)

Isotane

Jam

Jet Fuel (JP1 to JP6 ASTM-A, Al & B)

Kerosene

Ketones

Lacquer Thinners

Lacquers

Lactic Acid

Lactol (Aliphatic Naptha Solvent)

Lanolin

Lard

Latex (Not Suitable oval meters)

Lauryl Alcohol (n-Dodecanol)

Lead Acetate (Sugar of Lead)

Lead Chloride

Lead Chromate

Lead Nitrate

Lead Sulfamate

Lemon Oil (Cedro Oil)

Lemon Oil (Cedro Oil)

Lignin Liquor

Ligroin (Ligroine) (Benzene)

Lime (Soda) (Slaked Lime & Soda Ash)

Linoleic Acid

Linseed Oil (Flaxseed QOil)

Lithium Chloride

Lithium Hydroxide

Lithophones

LPG (Liquified Petroleum Gas)

Lubricants (Engine Oils)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Lye (Calcium Hydroxide)

D

B

D

A

>

>

A

Lye (Potassium Hydroxide)

Lye (Sodium Hydroxide)

Magnesium Bisulfate

Magnesium Carbonate

Magnesium Chloride

Magnesium Hydroxide

Magnesium Nitrate

Magnesium Oxide

Magnesium Silicofluoride

Magnesium Sulfate (Epsom Salts)

Maleic Acid

Maleic Anhydride

Malic Acid (Apple Acid)

Malt Beverages

Manganese Sulfate

Mash

Mayonnaise

Melamine

Mercuric Chloride

Mercuric Cyanide (Mercury)

Mercurous Nitrate

Mercury

Mesityl Oxide

Methane

Methanol (Methyl Alcohol)

Methyl Acetate

Methyl Acetone

Methyl Acrylate

Methyl Alcohol

Methyl Amine (Monomethylamine)

Methyl Amyl Acetate

Methyl Amyl Alcohol

Methyl Bromide (Brom Methane)

Methyl Butyl Ketone (2-hexanone)

Methyl Butyrate

Methyl Cellosolve®

Methyl Chloride

Methyl Cyclopentane

Methyl Dichloride

Methyl Ethyl Ketone (Butanone) (MEK)

Methyl Ethyl Ketone Peroxide

Methyl Formate

Methyl lodide

Methyl Isobutyl Ketone(Hexone)

Methyl Isopropyl Ketone

Methyl Methacrylate

Methylamine

Methylated Spirits (Ethyl Alcohol)

Methylene Bromide

Methylene Chloride (Dichloromethane)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Milk

A

A

A

A

>

>

A

Mine Water

Mineral Oils

Mineral Spirits

Molasses

Molybdic Acid

Monochloroacetic acid

Monochlorobenzene

Monoethanolamine

Morpholine

Motor oil

Muriatic Acid

Mustard

Naphtha

Naphthalene

Napthentic Acid

Napthoic Acid

Neatsfoot Oil

Neosol

Nickel Acetate

Nickel Chloride

Nickel Nitrate (Dinitrate)

Nickel Sulfate

Nitric Acid

10

Nitric Acid

50

Nitric Acid

20

Nitric Acid (Concentrated)

Nitrobenzene

Nitroethane

Nitrogen Tetroxide

Nitromethane

Nitropropane (1-nitropropane)

Nitrous Acid

Nitrous Oxide

n-Propyl Acetate

Octyl Acetate

Octyl Alcohol

Oleic Acid (Red Oil)

Oleum 100%

Oleum 25%

Olive Qil

Orange Oils

Oxalic Acid (cold)

Ozone

Paints & Solvents

Palm Oil

Palmitic Acid

Paraffin

Paraformaldehyde

Paraldehyde

Peanut Oil
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Pentachlorethane (Pentalin)

D

A

D

A

O

>

A

Pentachlorophenol (PCP)

Pentane (Amyl Hydride)

Peppermint Oil

Perchloric Acid (Chloric Acid)

Perchloroethylene

Petrolatum (Petroleum Jelly)

Petroleum (Crude Oil) (Sour)

Phenethyl Alcohol (Benzyl Carbinol)

Phenol (Carbolic Acid)

Phenol Sulfonic Acid

Phenolic Resins

Phosgene

Phosphoric Acid

10

Phosphoric Acid

20

Phosphoric Acid

50

Phosphoric Acid (concentrate)

Phosphoric Acid (molten)

Phosphorus Oxychloride

Phosphorus Trichloride

Photographic Developer

Photographic Solutions

Phthalic Anhydride

Picric Acid (Carbazotic Acid)

Pine Oil (Yarmor)

Pine Tar Oil

Plating Solutions, Antimony Plating 130°F

Plating Solutions, Arsenic Plating 110°F

110°F

100°F

R.T.

160°F

100°F

Plating Solutions, Cadmium Plating: Cyanide Bath 90°F

100°F

Bath 95°F

Bath 115°F

Bath 130°F

130°F

95°F

Bath R.T.

Speed Bath 180°F

(Electroless)

Pyrophosphate

Plating Solutions, Gold Plating: Acid 75°F

Plating Solutions, Gold Plating: Cyanide 150°F

Plating Solutions, Gold Plating: Neutral 75°F

Plating Solutions, Indium Sulfamate Plating R.T.

150°F

190°F

150°F
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Plating Solutions, lIron Plating: Fluoborate Bath 145°F

D

D

D

D

B

O

>

A

Plating Solutions, Iron Plating: Sulfamate 140°F

160°F

Plating Solutions, Lead Fluoborate Plating

Plating Solutions, Nickel Plating: Electroless 200°F

Plating Solutions, Nickel Plating: Fluoborate 100-170°F

160°F

Plating Solutions, Nickel Plating: Sulfamate 100-140°F

Plating Solutions, Nickel Plating: Watts Type 115-160°F|

Plating Solutions, Rhodium Plating 120°F

Plating Solutions, Silver Plating 80-120°F

Plating Solutions, Tin-Fluoborate Plating 100°F

Plating Solutions, Tin-Lead Plating 100°F

Plating Solutions, Zinc Plating: Acid Chloride 140°F

R.T.

Plating Solutions, Zinc Plating: Acid Sulfate Bath 150°F

R.T.

Potash (Potassium Carbonate)

Potassium Acetate

Potassium Bicarbonate

Potassium Bisulfate

Potassium Bisulfide

Potassium Bromide

Potassium Chlorate

Potassium Chloride

Potassium Chromate

Potassium Cyanide Solutions

Potassium Dichromate

Potassium Ferricyanide

Potassium Ferrocyanide

Potassium Hydroxide (Caustic Potash)

Potassium Hypochlorite

Potassium lodide

Potassium Nitrate

Potassium Nitrite

Potassium Oxalate

Potassium Permanganate

Potassium Phosphate

Potassium Silicate

Potassium Sulfate

Potassium Sulfide

Potassium Sulfite

Potassium Thiocyanate

Prestone

Propane (liquefied) (LPG)

Propionaldehyde (Propanal)

Propionic Acid (Methylacetic Acid)

Propyl Alcohol (1-Propanol)

Propylene

Propylene Dichloride

Propylene Glycol
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Propylene Oxide

B

A

D

D

D

O

O

A

Protein Solutions

Pydraul (Phosphate Ester Based Fluid)

Pyridine

Pyrogallic Acid

Pyroligneous Acid (Wood Vinegar)

Quinic Acid

Qunech Oil

Rape-Seed Oil (Colza Oil)

Red Qil

Resorcinal

Rose Oil (Geranoiol, Citronellol)

Rosins

Rotenone

Rubber Latex Emulsions

Rubber Solvents (petroleum Distillate)

Rum

Rust Inhibitors

Sal Ammoniac (Ammonium Chloride)

Sal Soda (Sodium Carbonate)

Salad Dressings

Salicylic Acid

Salt Water (Brine)

Sanitizers

Sea Water

Sesame Seed Oil

Shellac (Bleached)

Shellac (Orange)

Silicone Oils

Silver Bromide

Silver Cyanide

Silver Nitrate

Skydrol Hydraulic Fluid

Soap Solutions

Soda Ash (see Sodium Carbonate)

Sodium Hydrogen Sulfite

Sodium Acetate

Sodium Aluminate

Sodium Benzoate

Sodium Bicarbonate

Sodium Bisulfate

Sodium Bisulfite

Sodium Borate (Borax)

Sodium Bromate

Sodium Bromide

Sodium Carbonate

Sodium Chlorate

Sodium Chloride (Table Salt)

Sodium Chlorite

Sodium Chromate

Sodium Cyanide
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Chemical Conc.| Aluminium 316 St St Bronze PPS / Ryton® | Hastalloy C R EPDM Viton Teflon
Sodium Ethylate D A D D D D D A
Sodium Ferrocyanide
Sodium Fluoride
Sodium Hexametaphosphate (Calgon)
Sodium Hydroxide 50
Sodium Hydroxide 80
Sodium Hydroxide 20
Sodium Hypochlorite 20
Sodium Hypochlorite 100

Sodium Hyposulfate

Sodium lodide

Sodium Lactate

Sodium Metaphosphate

Sodium Metasilicate

Sodium Nitrate

Sodium Nitrile

Sodium Oleate

Sodium Oxalate

Sodium Perborate

Sodium Perchlorate

Sodium Peroxide

Sodium Persulfate

Sodium Phosphate Di

Sodium Phosphate Mono

Sodium Phosphate Tribasic (TSP)

Sodium Polyphosphate

Sodium Silicate (Water Glass)
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Sodium Sulfate (Glaubers) (Salt Cake) (Thenardile)

Sodium Sulfide (Petahydrate)

Sodium Sulfite

Sodium Tartrate

Sodium Tetraborate

Sodium Thiosulfate (Hypo) (Antichlor)

Sodium Tripolyphosphate

Sorghum

Soy Sauce

Soybean Oil

Sperm (whale) Oils

Stannic Chloride (Tin Chloride)

Stannic Fluoborate

Stannous Chloride (Tin Salt)

Starch

Stearic Acid

Stoddard Solvent

Styrene (Vinylbenzene)

Succinic Acid

Sufonated Fatty Alci\ohols

Sugar (Liquids)

Sulfamic Acid

Sulfate (Liquors)
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Sulfolane

D

A

D

A

D

O

O

A

Sulfonated Vegetable Oils

Sulfur

Sulfur Chloride

Sulfur Dioxide

Sulfur Hexafluoride

Sulfur Trioxide

Sulfuric Acid

10

Sulfuric Acid

100

Sulfuric Acid

75

Sulfuric Acid (cold concentrated)

Sulfuric Acid (hot concentrated)

Sulfurous Acid

Sulfuryl Chloride

Tall Oil

Tallow

Tannic Acid

Tanning Liquors / Oils

Tar

Tartaric Acid

Terpineol

Tertiary Butyk Catechol

Tetrachloroethane

Tetrachloroethylene

Tetraethyl

Tetrahydrofuran

Tetrahydronaphthalene (Tetralin)

Thioglycolic Acid

Thionyl Chloride

Tin Salts

Titanium Tetrachloride

Toluene (Toluol)

Toluide

Tomato Juice

Toothpaste

Transformer Oils

Transmission Fluid (Type A)

Trichlopane

Trichloroacetic Acid

Trichlorobenzenes

Trichloroethane

Trichloroethylene

Trichloropropane

Tricresyl Phosphate (Lindol) (TCP)

Tricresylphosphate

Triethanol Amine (TEA)

Triethyl Amine

Triethyl Phosphate (TEP)

Trimetheyl Glycol

Trisodium Phosphate

Turbine Oil
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Chemical

conc.

Aluminium

316 St St

Bronze

PPS / Ryton®

Hastalloy C

0

EPDM

Viton

Teflon

Turpentine

A

A

A

B

O

>

A

Urea

Uric Acid

Urine

Vanilla Extract

Varnish

Vaseline (Petroleum Jelly)

Vegetable Juice

Vegetable Oils

Vinegar

Vinyl Acetate

Vinyl Chloride

Viscous Spinning Solution

Walnut oil

Water, Acid, Mine

Water, Deionized

Water, Distilled

Water, Fresh

Water, Salt

Waxes

Weed Killers

Whey

Whiskey

White Oil (Minral) (Petroleum)

White Sulfate Liquor (Pulp Mill)

White Water (Paper Mill)

Wines

Wort

Xylene

Zeolite

Zinc Acetate

Zinc Ammonium Chloride

Zinc Carbonate

Zinc Chloride

Zinc Hydrosulfite

Zinc Oxide

Zinc Sulfate
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Ratings -- Chemical Effect
A = Excellent.

B = Good -- Minor Effect, slight corrosion or discoloration.

C = Fair -- Moderate Effect, not recommended for continuous use. Softening, loss of strength, swelling may occur.

D = Severe Effect, not recommended for ANY use.




