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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 

H
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H
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G
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Platinum
 / R
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Chemicals Liners Electrode Material 

Acetaldehyde X A  A A A A A 

Acetic Acid (70% Max) X A  A A A A A 

Alumina Slurry  X A X A X A A 

Aluminum Bicarbonate (50% Max)  A    A A  

Aluminum Chloride (20% Max) B A A B A A A  

Aluminum Fluoride X A A X X A X  

Aluminum Nitrate B A  X X  X A 

Aluminum Potassium Sulfate B A A  B A A  

Aluminum Sulfate (50% Max) X A A B A A A  

Ammonium Bicarbonate (50% Max X A    A A  

Ammonium Bifluoride (50% Max) X A A X B A X A 

Ammonium Carbamate (50% Max) X A   B    

Ammonium Carbonate (50% Max) X A A  B A A  

Ammonium Chloride (25% Max) A A A B B A A A 

Ammonium Fluoride (10% Max) X A A X  A X A 

Ammonium Hydroxide (30% max) A A A B B A X A 

Ammonium Nitrate B A A B B A A  

Ammonium Persulfate X A A X X A A  

Ammonium Phosphate X A A X  A A  

Ammonium Sulfate B A A X A A A  

Aqua Regia X A A X X  A A 

Arsenic Acid B A A X X  A A 

Barium Chloride (30% Max) A A A  B A A  

Barium Hydroxide (50% Max) A A A A B A A A 

Barium Sulfate  A A X X A A A 

Beer  A A A A A A  

Black Liquor X A A A B A X  

Boric Acid (50%) A A A A A A A  

Brine A A A A A A A  
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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 
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Chemicals Liners Electrode Material 

Cadmium Chloride B   X X  A B 

Calcium Bisulfite A A A A X A A  

Calcium Carbonate A A A A B A A  

Calcium Chlorate (30% Max) A A A B B A B  

Calcium Chloride (50% Max) A A A B A A A A 

Calcium Hydroxide (50% Max) B A A B A  A  

Calcium Hypochlorite B A A B X A A  

Calcium Nitrate (10% Max) B A A B B A A  

Calcium Sulfate (10% Max) B A A A  A A  

Cane Sugar Juice A A A A A A A  

Carbon Slurry A B  A A A A  

Carbonic Acid (60% Max) B A A A X A A  

Caustic Soda (50% Max) X A A A B A X A 

Chlorine Dioxide (15% Max) X A  B   A  

Chlorine Water (2500 ppm) A A A B A A A  

Chromic Acid (50% Max) X A A X B A A  

Chromium Sulfate    B B  A A 

Citric Acid A A A A A A A  

Clay Slurry A A  A A A A  

Coffee Extract  A  A A A A  

Cola Syrup  A  A A A A  

Copper Chloride (50% Max)  A A  A  A  

Copper Cynide  A A B B  A A 

Copper Nitrate (50% Max)  A A B X A A  

Copper Sulfate (70% max)  A A B A A A  

Copper Sulfide  A  B B  A A 

Cupric Chloride A A A X X A A  

Ferric Chloride (50% Max) A A A X B A A X 

Ferric Nitrate (10% Max) A A A B X A A  
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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 

H
ard/Soft R

ubber 

PFTE 

H
A

LA
R

 

316 Stainless Steel 

H
A

STELLO
Y

 C
 

G
old/Platinum

 Plated 

Tantalum
 

Platinum
/R

hodium
 

Chemicals Liners Electrode Material 

Ferric Sulfate (10% Max) A A A X B A A A 

Ferrous Chloride (10% Max) A A A X X  A A 

Ferrous Sulfate (50% Max) A A A B X A A  

Fluoroboric Acid    B X  X A 

Fluosilicic Acid A A A B X A X A 

Formaldehyde (35% Max) B A A A B A A  

Formic Acid (80%) X A A X A A A A 

Fruit Juices X A A A A A A  

Glycerin  A A A A  A A 

Green Liquor  A   B A A  

Hydrobromic Acid (50%)   A X X  A X 

Hydrochloric Acid (Amb Temp 37%) B A A X X A A A 

Hydrocyanic Acid (10% Max) B A A B  A A A 

Hydrofluoric Acid (70% Max) X A A X X A X X 

Hydrogen Cyanide  A  A B   A 

Hydrogen Peroxide (50% Max) B A A B A  A A 

Hypochlorous Acid X A A X X A A A 

Latex A A  A  A A  

Lead Nitrate (60% Max) B A A B B A A  

Lime Slurry (Calcium Oxide) X A A A A A A  

Lithium Chloride  A  B A A A  

Magnesium Carbonate (10% Max)  A A B B  A  

Magnesium Chloride (40% Max) B A A B A  A A 

Magnesium Nitrate B A A B B  A  

Magnesium Sulfate (40% Max) B A A A A A A A 

Mercuric Chloride (60% Max) A A A X X A A A 

Milk X A A A  A A  

Molasses X A A A  A   

Monomers    A     
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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 
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Chemicals Liners Electrode Material 

Nickel Chloride (20% Max) A A A B X  A  

Nickel Nitrate (10% Max) A A A B B  A  

Nickel Sulfate (20% Max) A A A B B  A  

Nitric Acid (Amb Temp) X A A X X A A A 

Oleum  (Up to 73F) X A A  B A X  

Oxalic Acid X A A B B A A  

Phosphoric Acid (85% Max) B A A B X A A A 

Photographic Emulsion  A A B   A  

Polymers    A     

Potassium Bicarbonate (30% Max) A A  A B  A A 

Potassium Carbonate A A A B A A A A 

Potassium Chloride (30% Max) A A A A A  A A 

Potassium Dichromate (60% Max) A A A A B A A  

Potassium Hydroxide (50% Max) X A A B B A B A 

Potassium Hypochlorite (40% Max) X A  X B  B  

Potassium Nitrate (80% Max) A A  B A  B A 

Potassium Permangante (10% Max) B A A B B  B  

Potassium Persulfate (10% Max) X A A A X A A  

Potassium Sulfate (20% Max) A A A A A A A  

Potassium Sulfide (10% Max) A A  B   B  

Salicylic Acid X A  B  A A  

Sea Water A A  A  A   

Sewage, Raw A A  A A A A  

Silver Nitrate (50% Max) A A A B B  B  

Sludge, Activated A A  A  A A  

Sludge, Primary A A  A A A A  

Soap, Solutions A A A A A A   

Sodium Acetate A A A B A A A A 

Sodium Bicarbonate (20% Max) A A A A A A A A 
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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 
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Chemicals Liners Electrode Material 

Sodium Bisulfate (40% Max) A A A B X A A  

Sodium Bisulfite (40% Max) A A A B B A A  

Sodium Borate A A   B  B  

Sodium Bromide A A A B X  A  

Sodium Carbonate A A A A A A B A 

Sodium Chlorate (40% Max) A A A B A  A A 

Sodium Chloride (30% Max) A A A B B A A A 

Sodium Chromate A A  A A A A A 

Sodium Cyanide B A A B X A A X 

Sodium Hydroxide (10% Max) X A A A B A X A 

Sodium Hydroxide (50% Max) X A A A B A X A 

Sodium Hypochlorite (20% Max) A A A X A A A A 

Sodium Nitrate (40% Max) A A A A B A A A 

Sodium Nitrite (40% Max) A A A A A A A A 

Sodium Phosphate B A A B A A A  

Sodium Phosphate (Tri-Basic) A A  A A A A  

Sodium Silicate B A A A B A A  

Sodium Sulfate (30% Max) B A A B B A A B 

Sodium Sulfide (40% Max) B A A B X A A A 

Sodium Sulfite (30% Max) A A A A X A A A 

Sulfuric Acid (1-20%) X A A A A A A A 

Sulfuric Acid (21-40%) X A A B A A A A 

Sulfuric Acid (41-70%) X A A X A A A A 

Sulfuric Acid (71-100%) X A A X A A A A 

Sulfurous Acid X A A B B B A B 

Sugar Juice A A  A A A A  

Tannic Acid B A A A  A A  

Tartaric Acid A A A A A A A  

Titanium Dioxide B A  A A A A  
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A-Recommended 

B-Use with Caution 

X-Not Recommended 

If blank-No data Available 
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Chemicals Liners Electrode Material 

Trisodium Phosphate A A A  A A A  

Urea (50% Max) B A A B     

Water, Clean or Dirty A A A A A A A  

White Liquor B A A A X A X  

Zinc Chloride (20% Max) X A A X B B A  

Zinc Sulfate (30% Max) B A A B B A A  

         

 

 

 


